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What this standard covers

This standard specifies the import and export of iron ore quality evaluation of mechanical

strength grading standards. This standard applies to imports sinter and pellets.

Document data

Chinese classification (CCS): D31.

Estimated length of the Chinese original: 5,563 words.

Standards quoted by this document

GB/T 8209; GB/T 10322.1; GB/T 14201; GB/T 20565; SN/T 1797.1; ISO 3082; ISO 3271;

ISO 4700; ISO 10836
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