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Foreword

SN/T 2558 "Importers functional textiles test methods" is divided into three parts.

--- Part 1. UV resistance;

--- Part 2. negative ions;

--- Part 3. iron property.

This section SN/T 2558 "Importers functional textiles test methods" Part 3.

This section drafted in accordance with GB/T 1.1-2009 given rules.

This section proposed and managed by the National Certification and Accreditation

Administration Committee.

1 Scope

This section SN/T 2558 specifies the requirements for the import and export of textiles DP

performance, test methods and inspection rules.

This section applies to having a permanent press performance requirements and export

functional textiles.

2 Normative references

The following documents for the application of this document is essential. For dated

references, only the dated version suitable for use herein Member. For undated references,

the latest edition (including any amendments) applies to this document.

GB/fabric specimens and preparation, marking and measuring of garments in tests T 8628

Textiles - Determination of dimensional change GB/T 8629 Textiles used in the test

household washing and drying procedures Determination of GB/T 8630 Textile washing and

drying of dimensional change Test Method fabric after washing smoothness appearance of

GB/T 13769 Textiles assessment Test Method after washing the fabric pleated appearance

GB/T 13770 Textiles assessment Test Method fabric after washing the seam smoothness

appearance of GB/T 13771 Textiles assessment GB/T 19980 Textiles clothing and other

Chinastandards.org

1

Preview: page 2 of 3 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-2558-3-2012

https://chinastandards.org/standards/sn-t-2558-3-2012


textile end products after domestic washing and drying appearance evaluation method ISO

3759 Determination of dimensional change test preparation Textiles and clothing with a

fabric sample, marking and measuring ISO 5077 Textiles Determination of dimensional

change in washing and drying ISO 6330 Textiles used in the test household washing and

drying procedures ISO 7768 Textiles - Test method for washing after the appearance of

smoothness Evaluation Test method ISO 7769 Textile fabrics after washing pleated

appearance assessment ISO 7770 Textiles - Test method for the seam after washing the

surface smoothness assessment ISO 15487 Textiles after domestic washing and drying

clothing and other textile products surface quality assessment method AATCC88B fabric

stitching flatness after repeated home laundering AATCC88C pleated fabric after repeated

washing the family after retention AATCC124 fabric smoothness appearance after repeated

washing the family after AATCC143 clothing and other textiles after repeated washing after

the appearance of the family the rate of dimensional change after domestic washing after

AATCC135 fabric the rate of dimensional change AATCC150 clothing washed by family

BSENISO 3759 Textiles Determination of dimensional change test clothing and fabric

sample preparation, marking and measuring BSENISO 5077 Textiles Determination of

dimensional change in washing and drying BSENISO 6330 test uses a textile family

washing and drying procedures BSENISO 15487 Textiles domestic washing and

assessment methods clothing and other textile appearance after drying BSISO 7768 Textile

fabrics after washing fabric appearance Test Method for Evaluating smoothness Test

methods BSISO 7769 Textile fabrics after washing pleated appearance assessment BSISO

7770 Textiles - Test method for the seam after washing the surface smoothness

assessment DINENISO 3759 Textiles Determination of dimensional change test preparation

clothing and fabric sample used, marking and measuring
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