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What this standard covers

This standard specifies the inductively coupled plasma atomic polymer material

polyethylene (PE) emission spectrometry, vanadium (V) and hafnium (Hf) content,

polypropylene (PP) chromium (Cr), zirconium (Zr). This standard applies to polyethylene

(FE), polypropylene (PP) as raw material for food containers, determination of vanadium (V)

and hafnium (Hf) content, food packaging film of chromium (Cr), zirconium (Zr).

Document data

Chinese classification (CCS): X08.

Estimated length of the Chinese original: 7,750 words.

Standards quoted by this document

GB/T 602; GB/T 6682

Chinastandards.org

1

Preview: page 2 of 2 shown, 5 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-2891-2011

https://chinastandards.org/standards/sn-t-2891-2011

