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What this standard covers

This standard specifies the method of graphite furnace atomic absorption spectrometry

determination of arsenic content in naphtha. This standard applies to the determination of

arsenic in naphtha. Determination of the standard low limit 0. 1µg/kg.

Document data

International classification (ICS): 75.080.

Chinese classification (CCS): E30.

Estimated length of the Chinese original: 7,724 words.
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GB/T 602; GB/T 1884; GB/T 4756; GB/T 6682; SH/T 0604
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