
ICS 67.250

CCS X 08 SN

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SN/T 3043-2011

Food contact materials for export. Paper, regenerated fibre
materials. Determination of antioxidants. Gas chromatography

(English Translation)

Issued on: September 9, 2011 Implemented on: April 1, 2012

Issued by: General Administration of Customs

Chinastandards.org

Preview: page 1 of 2 shown, 5 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-3043-2011

https://chinastandards.org/standards/sn-t-3043-2011


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the paper in contact with food, recycled fiber material butyl ether

hydroxy incense (BHA), butyl hydroquinone (TBHQ), 2, 6-di-tert- butyl- p-cresol (BHT), 2, 4,

6-(-ethyl-6- tert-butyl- phenol 4) (A0425)-three -butyl phenol (TTBP), 2, 2 " methylene bis,

gas chromatographic method of bisphenol a and other antioxidants content this standard

applies to paper, recycled fiber material butyl ether hydroxy incense (BHA), butyl

hydroquinone (TBHQ), 2, 6-di-tert- butyl- p-cresol (BHT), 2, 4, 6-triisobutyl butylphenol

(TTBP), 2, 2 "- (- ethyl-6- t -butylphenol 4) (A0425) methylene bis, Determination of

bisphenol a content.
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