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What this standard covers

This standard specifies the go unless fiber after fiber material viscose fibers, regenerated

bamboo fiber, modal fiber, some copper ammonia fiber, Newdale fiber or hemp fiber and

cotton fiber mixtures quantitative analysis method for the determination of
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