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What this standard covers

This standard specifies the use of wood chips and paper samples, sample preparation of

terms and definitions as well as wood chip sampling and sample preparation methods and

procedures. This standard applies to moisture, sizes and bark, rotten wood and ot

Document data

International classification (ICS): 79.040.

Chinese classification (CCS): B68.

Estimated length of the Chinese original: 19,144 words.
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GB/T 2828.1-2012; GB/T 7909-1999; GB/T 10111-2008; GB/T 10322.4
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