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What this standard covers

This standard specifies the method for measuring microwave ashing asphalt ash. This

standard applies to the determination of asphalt ash.

Document data

Estimated length of the Chinese original: 6,672 words.

Standards quoted by this document

GB/T 6682; GB/T 11147
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