
ICS 79.060

CCS B 70 SN

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SN/T 4129-2015

Determination method of formaldehyde emission of
wood-based panels and finishing products. High performance

liquid chromatography method

(English Translation)

Issued on: February 9, 2015 Implemented on: September 1, 2015

Issued by: General Administration of Customs

Chinastandards.org

Preview: page 1 of 2 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-4129-2015

https://chinastandards.org/standards/sn-t-4129-2015


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the wood-based panel products formaldehyde emission was

measured by high performance liquid chromatography. This standard applies to the

determination of plywood and their products formaldehyde emission.

Document data

International classification (ICS): 79.060.

Chinese classification (CCS): B70.

Estimated length of the Chinese original: 8,899 words.

Standards quoted by this document

GB/T 6682; LY/T 1612
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