
CCS X 08 SN

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SN/T 4322-2015

Food contact material - Polymer materials - Determination of
bisphenol A residue - Enzyme linked immunosorbent assay

(English Translation)

Issued on: September 2, 2015 Implemented on: April 1, 2016

Issued by: General Administration of Customs

Chinastandards.org

Preview: page 1 of 2 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-4322-2015

https://chinastandards.org/standards/sn-t-4322-2015


Table of Contents

Document data ..................................................................................................................... 1

Document data

Chinese classification (CCS): X08.

Estimated length of the Chinese original: 8,891 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sn-t-4322-2015

https://chinastandards.org/standards/sn-t-4322-2015

