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What this standard covers

This standard specifies the instruments, test procedures and reports for measuring the

thickness of the anti-corrosion layer on the surface of steel pipelines with non-destructive

and destructive instruments. This part is applicable to the thickness test of pipeline

anti-corrosion layer such as extruded polyolefin, cold-wrapped tape, elastomeric tape,

thermosetting anti-corrosion layer, etc.
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