ICS 75.020 SY

CCSE13

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SY/T 5504.8-2013

Evaluation method for well cement additives. Part 8: Expanding
agent

(English Translation)

Issued on: January 1, 2013 Implemented on: January 1, 2013

Issued by: National Development and Reform Commission

Preview: page 1 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/sy-t-5504-8-2013


https://chinastandards.org/standards/sy-t-5504-8-2013

Table of Contents

Document data

Standards quoted by this standard

2 Normative references

The following documents are referred to in the text in such a way that some or all of their
content constitutes requirements of this document.

GB/T 6678
GBI/T 6679
GB/T 8077
GB 10238
GB/T 19139

SY/T 5381

1

Preview: page 2 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/sy-t-5504-8-2013


https://chinastandards.org/standards/sy-t-5504-8-2013

