
ICS 75.180.10

CCS E 92 SY

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SY/T 6952.4-2014

Based on the well casing string hot preclude strain Design Part
4: The threaded bushing

(English Translation)

Issued on: October 15, 2014 Implemented on: March 1, 2015

Issued by: National Development and Reform Commission

Chinastandards.org

Preview: page 1 of 2 shown, 16 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sy-t-6952-4-2014

https://chinastandards.org/standards/sy-t-6952-4-2014


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the specification thermal recovery wells with production casing and

casing thread connection technology, structure type, technical requirements, test methods

and quality assurance testing. This standard applies to strain-based desi
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