
ICS 43.040.60

CCS T 40 T

ASSOCIATION STANDARD

T/CSAE 130-2020

Accelerated corrosion test methods of composite coating for
aluminum alloy sheets of automotive body

(English Translation)

Issued on: May 29, 2020 Implemented on: May 29, 2020

Issued by: China Society of Automotive Engineers

Chinastandards.org

Preview: page 1 of 2 shown, 11 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/t-csae-130-2020

https://chinastandards.org/standards/t-csae-130-2020


Table of Contents

Document data ..................................................................................................................... 1

Document data

Chinese classification (CCS): T40.

Estimated length of the Chinese original: 17,159 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 11 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/t-csae-130-2020

https://chinastandards.org/standards/t-csae-130-2020

