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What this standard covers

This standard specifies the safety warnings, general requirements, infiltration materials,

testing procedures, and test records for weld penetration inspection of rolling stock. This

section applies to the continuous penetration detection of the metal weld surface of the

parts of the rolling stock.
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Chinese classification (CCS): S30.
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