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What this standard covers

This standard specifies the cloud burst agent solid components (aluminum, magnesium or

magnesium alloy powder, the same below) lead content detection principle, test equipment,

test procedures and data processing. This section applies to cloud burst detection agent in

the solid component of lead content.
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