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What this standard covers

This standard specifies the method for measuring principle with burning ash nitrocellulose

law, reagent materials, equipment, test preparation and test procedures. This standard

applies to nitrocellulose ash content.

Document data

Chinese classification (CCS): G89.

Estimated length of the Chinese original: 5,546 words.

Supersedes the earlier edition WJ 49-1997.
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