
ICS 25.220

CCS A 29 WJ

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

WJ 534-2007
Replacing WJ 534-1982

Specification for thermal oxide coatings of the gun projectile,
rocket projectile, missile, fuze and explosive initiator steel parts

(English Translation)

Issued on: May 22, 2007 Implemented on: November 1, 2007

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/wj-534-2007

https://chinastandards.org/standards/wj-534-2007


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

What this standard covers

This standard specifies the shells, EED oxide layer steel parts heating requirements, , fuse,

rockets, missiles content requirements, such as quality assurance. This specification

applies to shells, rockets, missiles, fuse, Pyrotechnics steel parts heating oxide film

manufacturing and acceptance.
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