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What this standard covers

This standard specifies the shells, content quality assurance requirements, etc., rockets,

missiles, fuse, Pyrotechnics aluminum and aluminum parts anodized layer requirements.

This specification is adapted in shells, rockets, missiles, fuse, Pyrotechnics aluminum and

aluminum parts anodized film manufacturing and acceptance. Other products anodized

aluminum and aluminum alloy parts can be implemented by reference.
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International classification (ICS): 25.220.

Chinese classification (CCS): A29.

Estimated length of the Chinese original: 8,863 words.

Supersedes the earlier edition WJ 538-1982.
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