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What this standard covers

This standard specifies the shells, EED copper and copper alloy parts passivation layer

requirements, , fuse, rockets, missiles content requirements, such as quality assurance.

This specification applies to shells, rockets, missiles, fuse, Pyrotechnics copper and copper

alloy parts passivation film manufacturing and acceptance.
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Chinese classification (CCS): A29.

Estimated length of the Chinese original: 5,544 words.

Supersedes the earlier edition WJ 539-1982.
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