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What this standard covers

This standard specifies the requirements, test methods, inspection rules and markings,

packaging, transportation, storage and quality certificates of rare earth-rich slag. This

standard is applicable to the rare earth rich slag produced by smelting high rare earth iron

ore for smelting/producing rare earth alloys.
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International classification (ICS): 77.120.99.

Chinese classification (CCS): D43.

Estimated length of the Chinese original: 7,745 words.

Supersedes the earlier edition XB/T 107-1995.

Standards quoted by this document

GB/T 2007; GB/T 8170; GB/T 18114; YB/T 5142
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