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What this standard covers

This standard specifies the term and definition of rare earth recovery in waste display, the

basic requirements of rare earth recycling enterprises in waste display, the recycling

requirements of waste display, the disposal requirements of waste display, the quality

requirements and testing methods of rare earth phosphor waste, the waste display In the

technical requirements of rare earth recovery, secondary pollution prevention and control

technical requirements, as well as contingency plans. This standard applies to the recovery

of rare earth in waste display.
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