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What this standard covers

This standard specifies the process preparation, pretreatment, spraying, post-spraying

treatment, and acceptance requirements for preparing coatings using thermal spraying on

metallurgical equipment parts, components, or products. This standard applies to the

application of thermal spraying processes to metallurgical equipment parts and

components.

Document data

International classification (ICS): 77.180.

Chinese classification (CCS): H90.

Supersedes the earlier edition YB/T 036.13-1992.
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