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What this standard covers

This standard specifies the silicon- aluminum alloy technical requirements, test methods,

inspection rules, packaging, storage, marking and quality certification. This standard applies

to steelmaking deoxidizer, fever agent silicon aluminum alloy.

Document data

International classification (ICS): 77.100.

Chinese classification (CCS): H42.

Estimated length of the Chinese original: 5,550 words.

Supersedes the earlier edition YB/T 065-1995.

Standards quoted by this document
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