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What this standard covers

This standard specifies: Chemical analysis of slag tailings measuring range, sample

preparation, principle of the method, equipment and reagents, analysis step, the calculated

result, allowing poor content and test reports. This standard applies to slag tailings silica,

iron oxide, aluminum oxide, calcium oxide, magnesium oxide, iron oxide, manganese,

sulfur, phosphorus pentoxide, free calcium, sodium oxide, potassium oxide metallic iron,

chloride measured.

Document data

International classification (ICS): 77.140.99.

Chinese classification (CCS): H34.

Estimated length of the Chinese original: 34,365 words.

Supersedes the earlier edition YB/T 140-1998.
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