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What this standard covers

This standard specifies the concrete blast furnace slag gravel heavy wooden language and

definitions, technical requirements, test methods, stacking and transport quality certificates,

inspection rules. This standard applies to industrial and civil construction (structures) heavy

concrete blast furnace slag gravel. Roadworks heavy slag concrete rubble, may refer to this

standard.

Document data

International classification (ICS): 77.140.99.

Chinese classification (CCS): H34.

Estimated length of the Chinese original: 11,178 words.

Supersedes the earlier edition YBJ 205-1984.
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