
ICS 77.140.99

CCS H 34 YB

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YB/T 4183-2009

Determination of particle size of smelting slag powder. Laster
diffraction method

(English Translation)

Issued on: December 4, 2009 Implemented on: June 1, 2010

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/yb-t-4183-2009

https://chinastandards.org/standards/yb-t-4183-2009


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies: smelting slag powder particle size distribution measurement

method laser diffraction method principles, terminology and definitions, symbols, test

equipment, injection method and the dispersion medium, test conditions, test procedures,

test results repeatability test report. This standard applies to the smelting slag (including

slag, granulated blast furnace slag, iron slag, ferroalloy slag) Preparation powder materials.
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