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What this standard covers

This standard specifies the cold mercury vapor atomic absorption spectrometry mercury

content. This standard applies to hot-dip galvanized (aluminum and zinc) coating steel

determination of mercury, measuring range: 5. 0µg/g ~ 1000µg/g.
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