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What this standard covers

This standard specifies the use of anti-static floor size of cold-rolled strip shape, technical

requirements, test methods, inspection rules, packaging, marking and quality certificate.

This standard applies to a thickness of 0. 35mm-2. 50mm, width of 500mm-750mm

anti-static floor with cold-rolled strip.
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Estimated length of the Chinese original: 10,168 words.

Standards quoted by this document

GB/T 222; GB/T 223.5; GB/T 223.9; GB/T 223.59; GB/T 223.63; GB/T 223.68; GB/T 223.69;

GB/T 228; GB/T 230.1; GB/T 232; GB/T 247; GB/T 700-2006; GB/T 2975; GB/T 4156; GB/T

4335; GB/T 4336; GB/T 5027; GB/T 5028; GB/T 13298; GB/T 13299; GB/T 20066

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/yb-t-4244-2011

https://chinastandards.org/standards/yb-t-4244-2011

