ICS 81.080 Y B

CCS Q42

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YB/T 4445-2014

High-purity mullite bricks for lime kiln
ARERSAERARE

(English Translation)

Issued on: October 14, 2014 Implemented on: April 1, 2015

Issued by: Ministry of Industry and Information Technology

Preview: page 1 of 2 shown, 4 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/yb-t-4445-2014


https://chinastandards.org/standards/yb-t-4445-2014

Table of Contents

What this standard covers 1
Document data

Standards quoted by this document 3

What this standard covers

This Standard specifies the use of high purity mullite brick kiln shape and size, technical
requirements, test methods, quality assessment procedures, packaging, labeling, transport,
storage and quality certificates. This Standard applies to the transitio
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