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What this standard covers

This Standard specifies the continuous hot-dip galvanized steel strip production line to

achieve the principles of safe production technique to be followed. In this standard, based

on the enterprises can combine actual local conditions, preferred embodiment. This

Standard applies to continuous hot-dip galvanizing line, run. In addition to the operation

should follow this standard, it must also comply with the relevant existing national laws,

regulations and standards.
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