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What this standard covers

This Standard specifies the mechanical connection reinforced residual deformation test of

terms and definitions, symbols and instructions, test principle, specimen, test equipment,

test procedures and test reports. This Standard applies to room temperature mechanical

connection reinforced to withstand static load after a predetermined amount of residual

deformation measurements.
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