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What this standard covers

This standard specifies the terms and definitions for the penetration of high alumina bricks,
grades and shapes and sizes, technical requirements, test methods, quality assessment
procedures, packaging, marking, transport, storage and quality certificates. This standard is
mainly used for aluminum industry with aluminum melting furnace, insulation furnace lining.
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