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What this standard covers

This standard specifies the use of EDTA titration method for the determination of aluminum

content o This standard applies to the determination of aluminum nitride in iron nitride

content, determination range (mass fraction): 0.10% ~ 5.OO%.
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Chinese classification (CCS): H11.

Estimated length of the Chinese original: 6,670 words.

Standards quoted by this document

GB/T 4010; GB/T 6682; GB/T 12805; GB/T 12806; GB/T 12807; GB/T 12808

Chinastandards.org

1

Preview: page 2 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/yb-t-4582-5-2017

https://chinastandards.org/standards/yb-t-4582-5-2017

