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What this standard covers

This standard specifies the definition, grade, order content, size, shape, weight and
allowable deviation of the liquefied natural gas (LNG) storage tank, technical requirements,
test methods, inspection rules, packaging, signs and quality certificates.

Document data

Chinese classification (CCS): H44.

Estimated length of the Chinese original: 10,199 words.
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GBI/T 222; GBIT 223.5; GB/T 223.11; GB/T 223.12; GB/T 223.14; GB/T 223.17; GB/T
223.19; GB/T 223.23; GB/T 223.26; GB/T 223.37; GB/T 223.40; GB/T 223.59; GB/T 223.63,;
GB/T 223.68; GB/T 223.69; GB/T 229; GB/T 1499.2; GB/T 2101; GB/T 4336; GB/T 17505

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/yb-t-4641-2018


https://chinastandards.org/standards/yb-t-4641-2018

