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What this standard covers

This standard specifies the principle, reagents, instruments, sampling, sample preparation,

analysis procedures, calculation of results, test reports, etc. for the determination of zinc

content in iron-containing dust by EDTA standard solution titration. This standard applies to

the determination of zinc content in iron-containing dust, the measurement range: 1.00% ~

15.00%.
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