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What this standard covers

This standard specifies the gravimetric determination of silica content. This standard

applies to the slag containing vanadium and titanium dioxide content, measurement range

(mass fraction): from 1. 50% to 30. 0%.

Document data

International classification (ICS): 73.060.30.

Chinese classification (CCS): D33.

Estimated length of the Chinese original: 3,397 words.

Supersedes the earlier edition YB/T 505-1965.
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