ICS 77.140.60 Y B

CCSH43

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YB/T 5089-2007

Replacing YB/T 5089-1993

Stainless steel blooms and billets for forgings
WA FENE

(English Translation)

Issued on: January 25, 2007 Implemented on: July 1, 2007

Issued by: National Development and Reform Commission

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/yb-t-5089-2007


https://chinastandards.org/standards/yb-t-5089-2007

Table of Contents

What this standard covers 1
Document data

Standards quoted by this document 3

What this standard covers

This standard specifies the use of stainless steel forging billet classifications and grades,
ordering the content size, shape, weight and tolerances, technical requirements, test
methods, inspection rules, packaging, labeling, quality certificate and so on. This standard
applies for the use of stainless steel hot forging, forging and extrusion billets.

Document data

International classification (ICS): 77.140.60.
Chinese classification (CCS): H43.
Estimated length of the Chinese original: 9,973 words.

Supersedes the earlier edition YB/T 5089-1993.

Standards quoted by this document

GBI/T 222; GBIT 223.3; GB/T 223.4; GB/T 223.5; GB/T 223.8; GB/T 223.11; GB/T 223.13;
GBIT 223.14; GB/T 223.16; GB/T 223.17; GB/T 223.18; GB/T 223.23; GB/T 223.25; GB/T
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GB/T 20878
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