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What this standard covers

This standard specifies: Clay firebrick classification, grade and shape and size, technical

requirements, test methods and quality assessment procedures, packaging, labeling,

transportation, storage and quality certificates. This standard applies to blast furnace brick,

glass brick kiln, stove with clay and other professional uses clay brick and general purpose.

Document data

International classification (ICS): 81.080.

Chinese classification (CCS): Q42.

Estimated length of the Chinese original: 7,773 words.

Supersedes the earlier edition YB/T 5106-1993; YB/T 5108-1993; YB/T 5050-1993; YB/T

5107-2004.
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