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What this standard covers

This standard specifies the technical requirements of industrial quinoline, test methods,

inspection rules, packaging, storage, marking and quality certification. This standard applies

to high temperature coal tar extracted from tar bases, obtained by fractionation industrial

quinoline.

Document data

International classification (ICS): 71.080.99.

Chinese classification (CCS): G18.

Estimated length of the Chinese original: 8,858 words.

Adopted international standard: JIS K2438-1990, MOD.

Supersedes the earlier edition YB/T 5281-1999.
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