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What this standard covers

This standard specifies the terms and definitions of the permeability of molten iron in blast

furnace carbon blocks, test instruments and equipment, sample preparation and test

procedures, calculation of results, test errors, and test reports.
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Chinese classification (CCS): Q52.

Estimated length of the Chinese original: 6,656 words.

Supersedes the earlier edition YB/T 5290-1999.
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