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What this standard covers

This standard specifies the quality carbon structural steel (hereinafter referred to as wire)
classification, ordering the contents, size, shape, weight, technical requirements, test
methods, inspection rules, packaging, marking and quality certification. This standard
applies to the manufacture of a variety of machines structural parts, standard parts and
other high-quality steel.

Document data

International classification (ICS): 77.140.65.

Chinese classification (CCS): H49.

Estimated length of the Chinese original: 7,755 words.

Supersedes the earlier edition YB/T 5303-2006.

Standards quoted by this document

GBIT 223.5; GB/T 223.11; GB/T 223.53; GB/T 223.59; GB/T 223.62; GB/T 223.63; GB/T
223.64; GBIT 223.68; GB/T 223.69; GB/T 224; GB/T 228; GB/T 238; GB/T 342-1997; GB/T
699; GB/T 2103; GB/T 3207; GB/T 4354; GB/T 13298; GB/T 20066; GB/T 20123
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