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What this standard covers

This standard specifies the order contents, classification and code, size, shape, weight and

tolerances, chemical composition, mechanical properties, process performance,

decarburization, surface quality, test methods, inspection rules, packaging, marking and

quality certification. This standard applies to manufacturing under dynamic load, valves and

other important uses of carbon spring steel spring, this spring after forming without

quenching tempering, simply remove the low-temperature stress treatment.

Document data

International classification (ICS): 77.140.65.

Chinese classification (CCS): H49.

Estimated length of the Chinese original: 8,875 words.

Supersedes the earlier edition YB/T 5311-2006.
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