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What this standard covers

This standard applies to a diameter less than 15mm iron-nickel, iron-nickel-chromium,

iron-nickel-cobalt-iron alloy and glass sealed nickel, iron-nickel-cobalt alloy porcelain rod

seal tightness qualitative test. This method is helium leak detection method.
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International classification (ICS): 77.040.20.

Chinese classification (CCS): H21.

Estimated length of the Chinese original: 3,314 words.

Supersedes the earlier edition GB/T 5778-1986.
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