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What this standard covers

This standard applies to hardening, annealing, tempering state of tungsten,

tungsten-molybdenum high speed steel, carbide phase MC, M23C6, M6C quantitative

X-ray diffraction analysis.

Document data

International classification (ICS): 77.040.30.

Chinese classification (CCS): H21.

Estimated length of the Chinese original: 3,367 words.

Supersedes the earlier edition GB/T 8359-1987.
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