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What this standard covers

This standard specifies the width of less than 700mm continuous hot-dip galvanized steel

strip (hereinafter referred to as strip) classification, size, shape, technical requirements, test

methods, inspection rules, packaging, marking and quality certification. This standard

applies to a width less than 700mm thickness 0. 25mm ~ 250mm continuous hot dip

galvanized cold-rolled steel strip.

Document data

International classification (ICS): 77.140.60.

Chinese classification (CCS): H46.

Estimated length of the Chinese original: 9,985 words.

Supersedes the earlier edition GB/T 15392-1994.

Standards quoted by this document

GB 228; GB 232; GB 247; GB 1839; GB 2975; GB 4156; GB 6397
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