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What this standard covers

This standard specifies the terms and definitions, principles, test and calculation

benchmarks, main parameters and production conditions, test preparation, test

requirements, test procedures, calculation methods, test result analysis, and test reports for

sintered material surface air volume testing. This standard is applicable to the test and

calculation of the material surface air volume of the sintering machine system in the iron

and steel industry.
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