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What this standard covers

This standard specifies the determination methods for the burning rate and burning rate of

metallurgical lime. This standard is applicable to the determination of the burning rate and

over-burning rate of metallurgical lime. The main component of raw burning metallurgical

lime is calcium carbonate. The carbon content in the sample is measured by an infrared

carbon-sulfur meter, so as to calculate the calcium carbonate content, and obtain the

burning rate and over-burning rate.
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