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What this standard covers

This standard specifies the terms and definitions, principles, instruments and equipment,

samples, test procedures, test results and test reports of thermal resistivity of carbon

materials. This standard applies to the determination of resistivity of carbon materials by the

four-probe method at room temperature to 1600°C and below, and other temperature

environments are used as a reference.
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