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What this standard covers

This standard specifies the grade representation method, classification and code, size,

shape, weight, technical requirements, inspection and test, packaging, marking and quality

certificate of continuous hot-dip galvanized steel strips for strapping. This standard is

applicable to the continuous hot-dip galvanized and aluminum-zinc alloy coated steel strips

with a thickness of 0.4mm to 1.2mm.
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